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SPRINGS CREATIVE PRODUCTS GROUP 

 

 

300 CHATHAM AVENUE, SUITE 100, ROCK HILL, SC 29730 

 

 
 

The following sample(s) was/were submitted and identified on behalf of the client as: 
 

 

Sample Description : (A,B)Woven bandanas 

 

 
 

Sample Color : (A)Black/white;(B)Black/white 

 

 

Composition : (A)100% cotton;(B)100% cotton 

 

 

Style No. : (A)SAMPLE#1 (B)SAMPLE#2 

 

 
 

Proposed Care Instruction : - 
 

 
 

Sample Receiving Date : Mar 24, 2021 

 

 

Testing Period : Apr 14, 2021 - Apr 17, 2021 

 

     

 

Test Result(s) : Unless otherwise stated the results shown in this test report refer only to the 
sample(s) tested, for further details, please refer to the following page(s). 

 

 
 

Test Performed : Selected test(s) as requested by applicant  
 

 

 
 

Conclusion A B Remark 

Formaldehyde See Results See Results  
 

US California Proposition 65   – 
Phthalate Content 

PASS PASS 
 

 

US California Proposition 65 – 
Total Lead Content (Non-metal 
Materials) 

PASS PASS 
 

 

 

 

 
 

Remark(s) : PASS=Meet General Requirement 
 

 

 

 
 

Signed for and on behalf of 
 

 

SGS-CSTC Standards Technical Services (Shanghai) Co., Ltd Testing Center 
 

      

    

      

      

 

Hattie Chen (Account Executive) 
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Test Result 
 
 

Formaldehyde 

 

 

(ISO 14184-1:2011;With reference to ISO 14184-1:2011, analysis was performed by UV-Vis.) 
 

     

 

- Cas No 
 

Result (mg/kg) 

A B 

Formaldehyde 50-00-0 ND ND 

Conclusion  
 

See Results See Results 
 

  

 

Requirement: - 
 

     

 

Note: 
ND = Not Detected 
Reporting limit = 16 mg/kg 

 

 

US California Proposition 65- Lead content    
 

Test Method: With reference to CPSC Test Method: CPSC-CH-E1002-08.3. Analysis was performed by AAS. 
 

 Test Item(s) A B    
Lead (Pb) ND ND 
Conclusion PASS PASS    
 

Notes : 
 RL (Reporting limit) =20mg/kg 
 ND = Not Detected (< RL) 
 Recommended Maximum Permissible Limit: 100mg/kg    
 (1) The limit is referenced to County of Alameda Case No. RG12641740 
 The reference limit applied in testing is based on particular prop 65 settlements that are most similar to  
 the tested product in the opinion of the lab. The testing in this report does not reflect a user’s actual  
 exposure to the tested chemical.  
 A manufacturer or retailer that is not named in the referenced settlement is not bound by that  

 settlement, and may choose to comply with Proposition 65 by clearly informing the consumer of  

 potential exposure. 
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US California Proposition 65- Phthalate content    
 

Test Method : With reference to CPSC-CH-C1001-09.4(2018). Analysis was performed by GC-MS. 
 

 Test Item(s) CAS NO. A    
Dibutyl Phthalate (DBP) 84-74-2 ND 
Benzylbutyl Phthalate (BBP) 85-68-7 ND 
Di(2 ethylhexyl)phthalate/Bis(2 ethylhexyl) 117-81-7 ND 
phthalate (DEHP) 
Conclusion PASS    
 

 Test Item(s) CAS NO. B    
Dibutyl Phthalate (DBP) 84-74-2 ND 
Benzylbutyl Phthalate (BBP) 85-68-7 ND 
Di(2 ethylhexyl)phthalate/Bis(2 ethylhexyl) 117-81-7 ND 
phthalate (DEHP) 
Conclusion PASS    
 

Notes : 
 RL (Reporting limit):50mg/kg (for individual compound) 
 ND = Not Detected (< RL) 
 Recommended Maximum Permissible Limit:1000mg/kg(individual)    
 (1)  The limit referenced to the requirement as County of Marin Case No. CIV1103513  
 The reference limit applied in testing is based on particular California Proposition 65 settlements that  

 are most similar to the tested product in the opinion of the lab. The testing in this report does not reflect  

 a user’s actual exposure to the tested chemical. A manufacturer or retailer that is not named in the  
 referenced settlement is not bound by that settlement, and may choose to comply with California  
 Proposition 65 by clearly informing the consumer of potential exposure 
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Sample Photo 

 

  

 

  

 

The statement of conformity in this test report is only based on measured values by the laboratory and does not 
take their uncertainties into consideration. 
 

***End of Report*** 
 

 


